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ANALIZ/ITEST RAPORU

MTA

MAT-18006537

16/08/2018

ANALYSIS/TEST REPORT
MUSTERI BILGILERI NUMUNE KABUL BILGILERI \’/
CUSTOMER INFORMATION. SAMPLE ACCEPTANCE INFORMATION
Musteri Adi : Turkiye Hazir Beton Birligi Deney Numune Kayit No . 18-H-005145
Customer Name Laboratuvari Receipt Number of Sample
Numune Kayit Tarihi  : 31/07/2018
Receipt Date of Sample
Musteri Adresi . Yildiz Teknik Universitesi Davutpaga Kampsti Numunenin Tamimi : Kayag
Customer Address Teknoloji Geligtirme Bélgesi Teknopark B2 Blok Sampls Type
No 101 Esenler Beykoz / ISTANBUL
Numune Sayisi 4
Number of Samples
Basvuru Yapan Kisi DNk Mubar Miihiirli g Mihirsiz
Submitted By yrimu Sealed Unsealed
Status of Seal
Basvuru Tarihi : 31/07/2018 Muhr Tarihi .
Date of Application Date of Seal
Numune Alma Tarihi : - Istenen Analiz/Test : 35-30-MP-06, 35-30-MP-19
Date of Sampling Kodlari
Proje Kodu 1 2018-20 Requested Analysis/Test
Project Code cagos
LABORATUVAR BILGILERI ACIKLAMALAR
LABORATORY INFORMATION REMARKS

Analiz Test Tarihi
Date of Analysis/Test

Sahit Numune : m _ Alindi
Witness Sample Could be taken

: 14/08/2018 - 16/08/2018

S$ahit Numune
Saklama Siiresi
Storage Period of Witness
Sample

Rapor Sayfa Sayisi  : 3
Number of Pages of Report

Difraktogramlardan elde edilen veriler, yiiksek count (sayim) degerinden disgik count (sayim)
degerine gore siralanmistir. Mineral siralamasi kesin kantitatif (nicel) bir deger ifade etmemektedir.

Alinamadi
Could not be taken

7
Onaylayan /A\
Approved By E ':‘L“V\)
&) |
|
3
& v
' ’é N7 !
4, o ;P’
N, u ENANRY QT
S ASN N 47
0LO. A

- Analiz/test sonuglari ve metotlari takip eden sayfalarda verilmistir.

The analysis/test results and methods are given on the following pages.

- Sonuglar sadece analiziftesti yapilan numuneye aittir.
The results are valid for only the analysed/tested sample.

KY.FR.5.10.2/1 Rev.No/Tarih: 08/24.10.2017

- Rapor tamamen veya kismen gogaltilamaz/yayinlan ASKANY

This report shall not be reproduced/published even partially.

- imzasiz ve miihiirsiiz rapor gegersizdir.
Report without signature and seal is not valid.
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ANALIZ/TEST RAPORU
ANALYSIS/TEST REPORT

ANALIZ/ITEST SONUCLARI
ANALYSIS/TEST RESULTS

Numune Kayit No : 18-H-005145
Numune isareti : 928K-18 DERE MADENCILIK A.S.-MANiISA-EMLAKDERE TESIiSi

Analiz / Test Adi : Kalitatif Mineralojik Petrografik Analiz
Analiz / Test Metodu :

MAKROSKOBIK TANIMLAMA:

Renk: Orta Actk Gri (N6 Medium Light Gray Geological Rock-Color Chart, 2009 )
Doku: Masif

Tane buyuklugu: ince taneli

MIKROSKOBIK TANIMLAMA:

Doku: Kriptokristalen doku

Bilesenler: Karbonat grubu mineraller, opak mineraller

Karbonat Mineralleri (Dolomit, kalsit): Kriptokristalen taneli, homojen dagilimli, 6zsekilli-
ozsekilsiz kristaller halinde

Opak Mineraller: Kucuk taneli 6zsekilsiz taneler halinde

Sureksizlikler

Damarlar:

Genislik: 0,02mm-0,24 mm

Tip: taneler arasi ve ornek boyunca

Duzen: duzensiz, birbiriyle kesisen

Dagilim: homojen

Dolgular: Mikrokristalen karbonat dolgulu

Aciklamalar: Ornek tamamen kriptokristalen (mikrit) karbonat minerallerinden
olusmaktadir.Kayag igin dolomit- kalsit orani goz 6ntine alinarak, Kalsitik Dolomit
tanimlamasi uygun gorulmaustur.

KAYACIN ADI: KALSITiK DOLOMIT

Ziibeyde Deniz EKINCI
Jeoloji Miih.

Analiz/Test Sorumlusu
Person In Charge Of

MTA

MAT-18006537

16/08/2018

Analysis/Test
- Analiz/test sonuglari ve metotlar takip eden sayfalarda verilmistir. - Rapor tamamen veya kismen gogaltilamaz/yayinlanamaz.
The analysis/test results and methods are given on the following pages. This report shall not be reproduced/published even partially.
- Sonuglar sadece analizi/testi yapilan numuneye aittir. - imzasiz ve miihiirsiiz rapor gegersizdir.
The results are valid for only the analysed/tested sample. Report without signature and seal is not valid.

KY.FR.5.10.2/1 Rev.No/Tarih: 08/24.10.2017
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ANALYSIS/TEST REPORT
ANALIZ/ITEST SONUCLARI
ANALYSIS/TEST RESULTS
Analiz / Test Adi : Kalitatif Mineralojik Petrografik Analiz

Analiz / Test Metodu :

Analiz / Test Adi : Standart Kalitatif Mineral Analizi
Analiz / Test Metodu :

Mineral Adi:  Dolomit
Kalsit

Ziibeyde Deniz EKINCI
Jeoloji Miih.

Analiz/Test Sorumlusu
Person In Charge Of
Analysis/Test

- Analiz/test sonuglari ve metotlari takip eden sayfalarda verilmistir. - Rapor tamamen veya kismen gogaltilamaz/yayinlanamaz.
The analysis/test results and methods are given on the following pages. This report shall not be reproduced/published even partially.

- Sonuglar sadece analizi/testi yapilan numuneye aittir. - imzasiz ve miihirsiiz rapor gegersizdir.
The results are valid for only the analysed/tested sample. Report without signature and seal is not valid.

KY.FR.5.10.2/1 Rev.No/Tarih: 08/24.10.2017



